
 

 CONCRETE CARBONATION & COVER AVERAGES 
 

DATE:  JOB 
NUMBER: 

 ASSET NO:  

CLIENT:  ASSET 
NAME: 

 

AVG. CARBONATION:  AVERAGE 
COVER: 

 CF:  

MAX. CARBONATION:  MINIMUM  COVER:  AGE:  

6 o’clock 9 o’clock 12 o’clock 3 o’clock 

Carbonation Cover Carbonation Cover Carbonation Cover Carbonation Cover 

        

        

        

        

        

Average Average Average Average Average Average Average Average 

        

Maximum Minimum Maximum Minimum Maximum Minimum Maximum Minimum 

        

 


